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High-speed dynamics, damping, and relaxation times in submicrometer
spin-valve devices
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The dynamical response of spin-valve devices with linewidths of 0.8mm has been measured after
excitation with 160 ps magnetic impulses. The devices show resonant frequencies of 2–4 GHz
which determine the upper limit of their operation frequency. The dynamical response can be fit
with Landau–Lifshitz models to extract an effective uniform-mode damping constant,aum. The
measured values ofaum were between 0.04 and 0.01 depending on the magnitude of the longitudinal
bias field. The appropriate damping coefficient for use in micromagnetic modeling,amm, was
extracted from the dynamical response with large longitudinal bias field. This value was used to
model the switching of a 0.1mm31.0 mm magnetoresistive random access memory cell. The
micromagnetic model included shape disorder that is expected to be found in real devices. The
simulations showed that, while the magnetization reverses rapidly~,0.5 ns!, it took several
nanoseconds for the energy to be removed from the magnetic system. The switching energy was
stored in short wavelength magnetic fluctuations that could dramatically affect the re-reversal
process 1–2 ns after the first reversal.@S0021-8979~00!70908-X#
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I. INTRODUCTION AND DEVICE STRUCTURE

High speed operation of giant magnetoresistance rec
ing heads and magnetoresistive random access memory
cuits in the gigahertz frequency range will require a detai
understanding of the dynamics of submicrometer magn
devices.1,2 The dynamics of small magnetic devices is e
pected to be different from that measured in single-la
magnetic films3–6 due to the large magnetostatic fields, sha
disorder, interface disorder, interlayer coupling, and differ
magnetic excitation spectra. In this article we present d
that clearly show the dynamical behavior of small spin-va
devices. The resonant frequencies of the devices, which
termine their maximum operation frequency, were 2–4 G
depending on the longitudinal bias field. We extract damp
constants and determine the effect of the damping cons
on micromagnetic calculations of switching.

The GMR devices used for this work were spin valv
with a synthetic antiferromagnet pinned layer. The film
were sputter deposited on thermal SiO2 layers on high resis-
tivity Si wafers with a layer structure of: Ta 5.0 nm
Ni0.8Fe0.2 5.0 nm–Co 1.0 nm–Cu 3.0 nm–Co 2.0 nm–Ru 0
nm–Co 1.5 nm–FeMn 10 nm–Ta 5.0 nm. This device str
ture was chosen because the pinning field is very large~.0.2
T! and the interactions between the free and pinned la
are minimized due to the low net moment of the pinn
layer. The magnetization dynamics will be predominan
confined to the free layer and the device can be modeled
single dynamic layer.

a!Electronic mail: russek@boulder.nist.gov
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The magnetoresistance,DR, is proportional to the pro-
jection of the free layer magnetization,M f , onto the pinned
layer magnetization,M p . By varying the pinned layer direc
tion the magnetoresistance provides a high bandwidth pr
of any component of the average free-layer magnetizatio
the device between the contact electrodes.

II. HIGH-SPEED ROTATION

High-speed rotation of the magnetization was measu
by incorporating spin-valve devices into a high-speed m
surement structure.7 A current pulse is sent down a 50V
impedance microstrip write line to create a magnetic fi
pulse. The device, which lies underneath the write line
connected to a 50V impedance microstrip sense line.
constant 1.0–2.0 mA bias current is put through the se
line and the device. The high-frequency voltage sign
which is proportional toDR, is taken off the sense line
through a bias tee.

Figure 1 shows positive and negative magnetic fi
pulses, with pulse widths of 160 ps, and the correspond
MR response for a 0.8mm34.8 mm device. The magnetic
field and pinned direction are along the transverse~hard! axis
of the device and the MR response is proportional to
average transverse magnetization. For the pulsed field va
shown in Fig. 1,M f is rotated close to 90°. Two respons
regimes can be seen. In the first~from 1.4 to 1.9 ns!, the
device magnetization rapidly rotates to 90° under the in
ence of the applied field, remains there for approximat
300 ps, and then rapidly rotates back along the device a
driven predominantly by shape anisotropy. In the seco
~from 2 to 4 ns!, the magnetization undergoes a damp
0
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oscillation until it reaches its quiescent state along the e
axis. Micromagnetic simulations8 indicate that the compli-
cated double-peak structure seen during the first phase is
to the magnetization at the center of the device rotating
yond 90° after the applied field is removed, with the ed
magnetization rotating only slightly. The response to
positive and negative field pulses are asymmetric, with
negative response being somewhat larger than the pos
response. This is due to the pin direction deviating sligh
~15°! from the transverse direction and to the coupling b
tween the free layer and the pinned layer which causes
quiescent magnetization to point slightly toward the pinn
direction. The damped oscillations or ‘‘ringing’’ can be se
to persist for 2 ns after the field pulse, indicating that t
system is underdamped.

Figure 2 shows the response to a negative field impu
as a function of longitudinal bias field. As the longitudin
bias field is increased, the response decreases and the
lation frequency increases since the bias field adds to
easy-axis anisotropy field, increasing the restoring force.

FIG. 1. ~Color! Positive and negative applied magnetic fields pulses, w
160 ps pulse width, and the corresponding MR response of a 0.8mm34.8
mm spin-valve device with no longitudinal bias. The magnetic field am
tude is approximated as follows:Hp5Vav/2RW, whereVav is the average of
the incident and transmitted voltage pulse,R is the impedance of the line
andW is the width of the write line.

FIG. 2. ~Color! Response of 0.8mm34.8 mm spin valve in response to a
160 ps negative field pulse for different values of longitudinal field bias
pulse amplitude. The inset shows the oscillation frequency as a functio
longitudinal bias.
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inset shows that the resonant frequency increases from 2
4.2 GHz as the bias field is increased from 0 to 14.0 m
Also shown are the device responses, with no longitudi
bias, for two different pulsed field values, one just at t
saturation value and one 5 dB larger. It is clear that
device is close to saturation since the MR response does
increase substantially. The more pronounced double-p
structure for the larger field pulse is due to the increa
nonuniformity of the magnetization; the micromagne
simulations indicate that the center of the device can ro
well beyond 90°.

Figure 3 shows a fit to the rotation data, for 7 mT lo
gitudinal bias field, using a single domain Landau–Lifsh
model. Although the data and micromagnetic simulatio
show clearly that the uniform rotation model is not corre
especially when the magnetization is rotated through la
angles, the fits give an effective uniform-mode damping c
stantaum, which measures approximately how fast the a
erage magnetization is damped.aum is 0.02 for the data
shown in Fig. 3 andaum shows a systematic decrease, as
longitudinal bias is increased from 0 to 14.0 mT.9

The energy transferred by the magnetic field pulse
initially imparted to the long wavelength magnetic structu
and the associated anisotropy, exchange, and magneto
energies.10 The energy is then transferred to short wav
length magnetic structure, phonons, and other electronic
grees of freedom. For micromagnetic simulations, the ene
transfer to short wavelength magnetic excitations is c
tained in the model, provided that the correct defect struct
is included. To find the appropriate damping constant
micromagnetic simulations we need to separate the en
flow to the short wavelength magnetic structure from t
other loss mechanisms. If we assume that only the ene
transfer from the long to short wavelength magnetic struct
is dependent on rotation angle, then the upper limit of
damping coefficient required for micromagnetic calculatio
amm can be taken as the smallest value ofaum measured at
large longitudinal bias. For the present device structu
amm,0.02.

-

d
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FIG. 3. ~Color! The MR response and uniform-rotation-model fit, wi
aum50.02, for a 0.8mm34.8 mm device with 7 mT longitudinal bias.
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FIG. 4. ~Color! Micromagnetic simu-
lation of switching in a 0.1mm31.0
mm tapered element for a series o
field reversals. Shown are the longitu
dinal magnetizationMx , the trans-
verse magnetizationM y , the total en-
ergy Et , and the longitudinal applied
field Hx as a function of time. Att
50, 2100 mT longitudinal field is ap-
plied; att51.2 ns, 40 mT longitudinal
field is applied; and at 3.9 ns,2100
mT longitudinal field is applied. The
device edge roughness and left–rig
asymmetry provide enough disorder t
break up the long wavelength mag
netic structure rapidly.
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III. SIMULATION OF HIGH-SPEED SWITCHING

The use of the correct damping parameter and the in
sion of disorder in micromagnetic simulations of magne
devices are essential in determining the high-speed opera
characteristics of small magnetic devices. This is illustra
in Fig. 4, which shows a micromagnetic simulation of t
reversal of a 0.1mm31.0 mm tapered cell using a value o
amm50.01 and a transverse bias field of 20 mT. The bit h
irregular edges plus a slight left-to-right asymmetry to mo
some of the effects of shape disorder. The magnetiza
starts pointed to the right~positive!; at t50 we apply a2100
mT pulse toward the left. The longitudinal component of t
magnetization,Mx , shows an initial rapid reversal; howeve
a long tail inMx can be observed. The simulations show th
while the magnetization predominantly switches, large m
netic fluctuations are seen that reduce the magnitude of
average magnetization below the saturation magnetiza
These fluctuations, which are analogous to high tempera
thermal fluctuations, decay with a time constant proportio
to 1/amm. For this value ofamm we see that the fluctuatio
can persist for 1–2 ns. Figure 4 shows that if we apply a fi
pulse of 40 mT att51.2 ns before the fluctuations have die
out, the device will switch. This field is well below the qu
escent switching field of 62 mT. This example demonstra
that, for reproducible switching, one must wait for the ene
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to be transferred out of the magnetic system. Hence, kn
ing the value foramm is essential in determining and mode
ing the high-speed performance of magnetic devices.
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